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We report a surface-emitting terahertz source based on intracavity difference-frequency generation
in dual-wavelength midinfrared quantum cascade lasers with integrated giant second-order
nonlinear susceptibility. The terahertz light is coupled out of the waveguide by a second-order
grating etched into the laser ridges. In contrast to sources where the difference-frequency radiation
is extracted from the facet, this approach enables extraction of the terahertz emission from the whole
length of the device even when the coherence length is small. © 2008 American Institute of Physics.
�DOI: 10.1063/1.3009198�

Intracavity nonlinear light generation in quantum cas-
cade lasers �QCLs� �Refs. 1 and 2� has attracted considerable
attention over the past several years. Recent developments
led to the realization of a new electrically pumped semicon-
ductor terahertz source working at room temperature �RT�.3

The source is based on intracavity difference-frequency gen-
eration �DFG� in dual-wavelength midinfrared �mid-IR�
QCLs with giant optical nonlinearity monolithically inte-
grated in the active region.4 Generating terahertz radiation
via intracavity DFG in mid-IR QCLs circumvents the prob-
lems that are limiting the high temperature operation of con-
ventional terahertz QCLs.5,6 Since mid-IR QCLs have been
shown to operate continuous wave �cw� with more than 1.5
W of output power at RT �Ref. 7� and the optical nonlinearity
for DFG does not significantly deteriorate with temperature,3

this approach can lead to an electrically pumped cw RT
semiconductor terahertz source with optical power in the
milliwatt range, which would be of practical interest in
applications.

DFG is a nonlinear optical process in which two beams
at frequencies �1 and �2 interact in a medium with second-
order nonlinear susceptibility, ��2�, to produce radiation at
frequency �=�1−�2. For collinear interaction, the power of
the wave at frequency �=�1−�2 is given by the
expression2,4,8

W�� = �1 − �2�

=
�2

8�0c3n��1�n��2�n���
���2��2

W��1�W��2�
Seff

lcoh
2 , �1�

where lcoh=1 / ��k1−k2−k�2+ �� /2�2� is the coherence length,
W��i�, n��i�, and ki are the power, refractive index, and the
real wave vector of the beam at frequency �i�i=1,2�, respec-
tively, � stands for the losses at the DFG frequency, and Seff
is the effective area of interaction �see Refs. 2 and 4�.

The coherence length in terahertz QCL sources based on
intracavity DFG is typically limited to hundreds of microns
by the free-carrier absorption at terahertz frequencies.3,4 On
the other hand, a typical QCL waveguide is 2–5 mm long.
Thus, most of the terahertz light generated via intracavity
DFG in the device is lost due to the free-carrier absorption.
This problem can be avoided if terahertz radiation is ex-
tracted vertically from the whole length of the waveguide
using the surface-emission scheme. In this case the terahertz
power is proportional to the top emitting area of the device,
LxLy; see Fig. 1�a�. Furthermore, the large emitting area in
surface-emitting devices would result in a more directional
terahertz output, in comparison with the edge-emitting de-
vices. Surface-emitting distributed feedback �DFB� lasers
with second-order grating have been demonstrated for regu-
lar mid-IR and far-IR QCLs9–13 and for intracavity second-
harmonic generation in QCLs.14 In this letter we report on
surface-emitting terahertz QCL sources based on intracavity
DFG.

The surface emission in our terahertz sources is achieved
using a second-order grating for the terahertz wave. We note,
however, that there is an important difference between our
surface-emitting terahertz sources and the surface-emitting
DFB QCLs with second-order gratings demonstrated
previously.9–14 The second-order gratings implemented for
standard QCLs9–13 matched the wave vector of a given laser
mode, whereas in our devices the grating should match the
wave vector of the nonlinear polarization at difference fre-
quency; see below. Furthermore, for devices reported in
Refs. 9–13 the gratings strongly affected lasing conditions by
introducing additional losses and DFB. Second-order grat-
ings in QCLs with intracavity second-harmonic generation
also acted simultaneously as a DFB cavity for the laser mode
at the fundamental frequency.14 This resulted in single-mode
emission for these devices. In the case of the devices re-
ported in this work, a second-order grating for terahertz DFG
wave can only act as a very-high-order DFB grating for the
mid-IR modes �approximately 12th-order and 10th-order
gratings for the mid-IR pumps in our case�. In addition, the
spatial extension of the terahertz mode is much larger than
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that of mid-IR modes and the second-order grating for tera-
hertz emission in our device has little interaction with the
mid-IR laser modes �see Fig. 1�b��. Thus, the grating cou-
pling strength to the mid-IR modes is poor and, as a result,
multimode mid-IR and terahertz emission spectra are ex-
pected for our devices.

The terahertz radiation in our devices is generated by the
nonlinear polarization P�2� induced by the two mid-IR pumps
in the QCL active region with nonlinear susceptibility,
��2�.3,4,8 We can express P�2� as

P�2��x,y,z,t� = �0��2��x,z�

�E�1

z �x,z�E�2

z �x,z�e−i���1−�2�t−�k1−k2�y�, �2�

where the z-direction �see Fig. 1�a�� is perpendicular to the
waveguide layers, the y-direction is along the waveguide,
and E�1

z �x ,z� and E�2

z �x ,z� are the z-components of the elec-
tric field amplitudes of the two mid-IR waves at frequencies
�1 and �2, respectively. The propagation wave vector for a
terahertz mode H�x ,y ,z , t� in a QCL waveguide generated by
P�2� equals to that of P�2�, see Refs. 4 and 8,

H�x,y,z,t� �
�0�

2

e−i���1−�2�t−�k1−k2�y�

i�k − �k1 − k2�� + �/2
. �3�

For efficient diffraction outcoupling of the terahertz mode in
a QCL waveguide into the radiation emitted from the sur-
face, the grating wave vector must be chosen to match the

wave vector of the terahertz wave in a QCL waveguide. In
the case of our devices, effective modal indices for the
mid-IR laser modes at wavelengths �1�8.9 �m and �2
�10.5 �m were calculated using COMSOL and were found
to be equal to �3.19 and �3.176, respectively. This corre-
sponds to k1−k2�3515 cm−1 and the grating period 2� /kg
�17.9 �m, which was chosen to be the grating period of
the reported devices. We note that grating-outcoupled surface
emission can be generated even in the absence of any guided
in-plane terahertz modes. In this case the nonlinear polariza-
tion is directly coupled to electromagnetic modes radiated
from the surface. In the case of our devices, the diffraction
outcoupling of the terahertz waveguide mode is likely to
dominate the surface emission because our devices are de-
signed to support a terahertz waveguide mode and have very
long coherence length on the order of 50–80 �m for intra-
cavity terahertz DFG.3

A slight mismatch between the grating wave vector and
that of the terahertz wave in a QCL waveguide will result in
a surface-emission wave propagating at a slight angle to the
grating surface normal with a nonzero horizontal wave vec-
tor component ky =k1−k2−kg. The output power should be
only weakly dependent on the mismatch. The diffraction ef-
ficiency and therefore the output power, however, are sensi-
tive to the waveguide and grating geometry. We are currently
performing systematic studies of the diffraction efficiency
for different device geometries and the results will be pub-
lished elsewhere.

The active region and waveguide structure of a QCL
material used in this work are identical to that reported in
Ref. 3. The active region is comprised of a two-stack
InGaAs/InAlAs active region, lattice matched to InP, with
integrated giant optical nonlinearity for the DFG process. A
detailed discussion on the bandstructure design and the per-
formance of the edge-emitting ridge lasers fabricated for this
material can be found in Ref. 3. The devices discussed in this
work were processed into surface-emitting ridge waveguide
lasers with a grating on top of the ridges. The processing
started with reactive ion etching �RIE� of the 28 �m wide
ridges using a silicon nitride mask deposited via chemical
vapor deposition. After that, a 300 nm thick silicon nitride
insulation layer was deposited conformally and opened on
top of the ridge. The metal �Ti/Au, 5 nm/200 nm�/air grating
was defined by lift-off on top of the ridges to form the struc-
tures shown in Fig. 1�a�. Finally, 300 nm of the top wave-
guide cladding was removed in the grating openings via RIE,
using the metal grating as a mask. The current in our devices
is injected through the sides of the ridge; see Fig. 1�a�.9 After
the processing, the wafers were thinned to approximately
250 �m and cleaved into approximately 1 mm long laser
bars. The laser bars were indium mounted on copper heat-
sinks and the lasers were wire bonded. Finally, a high-
reflection coating �Al2O3 /Ti /Au� was deposited on the back
facets of the devices to improve their performance.

For the measurements, our devices were operated in
pulsed mode with 60 ns pulses at a 250 kHz repetition rate.
Terahertz radiation was collected using two 2 in. diameter
parabolic mirrors: one with a 5 cm focal length to collect
light from the device and the other with a 15 cm focal length
to refocus it onto a He-cooled calibrated silicon bolometer.
The output power for the mid-IR beams was measured using
a calibrated thermopile detector. Spectra were taken with a

FIG. 1. �a� Schematic drawing of the ridge waveguide structure with the
gold grating on top. �b� The TM00 mode profiles for the terahertz wave ��
�60 �m� generated via DFG and the two mid-IR pumps ��1�8.9 �m and
�2�10.5 �m�. The mode profiles were calculated for the waveguide with-
out grating that consists of a 400 nm thick layer of gold, a 200 nm thick InP
plasmon layer �n doped 5�1018 cm−3�, a 3.5 �m thick InP cladding layer
�n doped 5�1016 cm−3�, a 6 �m thick active region, and an InP substrate
�n doped 1�1017 cm−3�. The position of the active region and depth of the
grating grooves ��300 nm� are indicated in gray. The grating is etched
through the top plasmon layer and 100 nm into the lower doped top InP
cladding layer.
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Fourier transform IR spectrometer. For terahertz measure-
ments, mid-IR radiation was blocked using optical filters.

Figure 2 shows the mid-IR and terahertz spectra of a
typical device, taken at 80 K. The positions of the peaks in
the terahertz spectrum correspond to the frequency differ-
ence between the peaks in the mid-IR spectrum. Figure 3
shows the LI characteristics for the mid-IR and terahertz
light at 80 K. The maximum mid-IR power output of a 1 mm
long device at 80 K was measured to be 3.5 W. The maxi-
mum terahertz output power via the surface was measured to
be �1 �W �corrected for approximately �10% collection
efficiency of our terahertz setup�. The detected output power
via the uncoated facet was a factor of 4 lower. We measured
several devices and found the ratio for surface to facet emis-
sion to be in the range of 2–5. The total power however
varied significantly, which can be led back to the appearance
of higher order modes observed for the 8.9 �m pump beam.
The terahertz intensity decreased with decreasing power of
the mid-IR pump beams. Both mid-IR modes were still ob-
served at RT with a combined power of about 700 mW. The
DFG signal ��70 nW� however was too weak for spectral

characterization. At the present stage, these devices have
lower terahertz output power than normal ridge lasers with a
silicon hyperhemispherical lens attached to the device facet
reported in Ref. 3. The use of gratings, however, is poten-
tially more promising as it allows extracting the terahertz
radiation from the whole length of the device.

In future work we plan to improve the waveguide design
to enhance the surface-emission efficiency and perform a
systematic experimental study of the influence of the grating
period and other grating parameters such as duty cycle and
groove depth on the surface-emission efficiency. Eventually,
circular structures, with top gratings for the terahertz light,
can improve both the output power and beam quality. These
structures would have very low outcoupling losses for the
mid-IR pump beams, resulting in low threshold current den-
sities and high pump intensity. Additionally, these structures
are expected to provide a very low divergence terahertz
output.15
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FIG. 2. �a� The mid-IR emission spectrum collected from the edge of a
typical device operated in pulsed mode at 80 K. �b� The terahertz emission
spectrum from the surface of the device in �a�.

FIG. 3. The LI characteristics of the device of Fig. 2 for �a� the terahertz
signal and �b� the two mid-IR pump beams measured in pulsed mode at 80
K.
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